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ABSTRACT: The electro-optical properties of lead zirconate titanate (PZT)
thin ﬁlms depend strongly on the quality and crystallographic orientation of
the thin ﬁlms. We demonstrate a novel method to grow highly textured PZT
thin ﬁlms on silicon using the chemical solution deposition (CSD) process.
We report the use of ultrathin (5−15 nm) lanthanide (La, Pr, Nd, Sm) based
intermediate layers for obtaining preferentially (100) oriented PZT thin ﬁlms.
X-ray diﬀraction measurements indicate preferentially oriented intermediate
Ln2O2CO3 layers providing an excellent lattice match with the PZT thin ﬁlms
grown on top. The XRD and scanning electron microscopy measurements
reveal that the annealed layers are dense, uniform, crack-free and highly
oriented (>99.8%) without apparent defects or secondary phases. The EDX
and HRTEM characterization conﬁrm that the template layers act as an
eﬃcient diﬀusion barrier and form a sharp interface between the substrate and
the PZT. The electrical measurements indicate a dielectric constant of ∼650,
low dielectric loss of ∼0.02, coercive ﬁeld of 70 kV/cm, remnant polarization of 25 μC/cm2, and large breakdown electric ﬁeld of
1000 kV/cm. Finally, the eﬀective electro-optic coeﬃcients of the ﬁlms are estimated with a spectroscopic ellipsometer
measurement, considering the electric ﬁeld induced variations in the phase reﬂectance ratio. The electro-optic measurements
reveal excellent linear eﬀective pockels coeﬃcients of 110 to 240 pm/V, which makes the CSD deposited PZT thin ﬁlm an ideal
candidate for Si-based active integrated nanophotonic devices.
KEYWORDS: chemical solution deposition, electro-optic eﬀect, ellipsometry, dielectric, lead zirconate titanate, modulator,
pockels coeﬃcient
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nanograined PZT structures, and a low turn on electric ﬁeld is
reported.14 Although the ferroelectric thin ﬁlms are explored
mostly for electronic applications, the ever increasing demand
for higher bandwidth meanwhile putting constraints on power
consumption, has resulted in an increasing interest toward the
use of the ﬁlms in the optical domain. To realize optical data
transmission, for example, for chip-to-chip interconnects,
integrated optical devices which are compatible with the
electrical systems are indispensable. The well-established
ferroelectric oxide based technologies propelled the development of high-speed electro-optic devices on diﬀerent material
platforms, however the silicon based photonics technologies
have not explored the strong linear electro-optic (EO)
properties of PZT thin ﬁlms.15 The current state of the art

INTRODUCTION
The deposition of high quality ferroelectric thin ﬁlms has been
studied extensively over the past few decades, because of the
excellent piezo-electric,1 pyro-electric,2 ferro-electric,3 and
electro-optic4 properties. The presence of functional properties
in many ferroelectric materials has motivated the heterogeneous integration of crystalline thin ﬁlms directly on silicon for
the realization of a variety of novel devices. Among the known
ferroelectric thin ﬁlm oxides, lead zirconate titanate (PZT)
exhibits a large dielectric constant, piezo-electric coeﬃcient5,6
and electro-optic coeﬃcient,4 which already lead to applications
in ferro-electric thin ﬁlm capacitors,7 piezo-electric actuators,8
and electro-optic modulators.9,10 Recent advancements in the
thin ﬁlm technology show nanograined PZT ﬁlm11 with
excellent ferroelectric properties.11,12 Novel devices with PZT
nanoﬁber have been demonstrated for mechanical energy
harvesting.13 Other interesting properties of the ﬁlms such as
the electron emission characteristics are also explored with
© 2015 American Chemical Society
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during the crystallization heat treatments. We follow a 2-methoxy
ethanol based chemical solution route, using acetyl acetone as a
chelating agent. First, the lead acetate hydrate salt is dissolved in 2methoxy ethanol and vacuum distilled for 3 h. Later, Ti-isopropoxide
and Zr-isoproxide solutions are mixed and chelated in stoichiometric
proportion inside a glovebox, before it was mixed with the distilled
lead acetate to get the ﬁnal solution. The molarity of the ﬁnal solution
is 0.4 M.
Deposition Procedure. First, the intermediate layers are spincoated onto the substrate at 3000 rpm for 40 s, and heat treated on a
hot plate at 200 °C for 2 min. Subsequently, the layers are annealed at
400 to 500 °C in a tube furnace. Upon annealing the ﬁlms undergo a
sequence of endothermic weight loss reactions to initiate the
intermediate phase transformation.30 As the molarity of the solution
is increased to get a larger thickness for the intermediate layers, it is
noticed that the nonuniformity of the spin-coated layers also increased.
To avoid this problem, we have followed a multilayer spin-coating and
annealing procedure. Each individual layer is spin coated and
subsequently annealed in air, and this process is repeated over several
cycles to achieve a desired thickness. Intermediate layers of 5- 80 nm
have been prepared with this procedure. Second, the PZT precursor
solution is spin-coated onto the intermediate layer, at 3500 rpm for 40
s, followed by pyrolysis at 300 °C to burn out the organic components.
Each spin coating and pyrolysis step results in a layer of about 50 nm,
so the process cycle is repeated 4 times to obtain a ﬁlm of thickness
200 nm, prior to the annealing process.
Subsequently, the amorphous PZT thin ﬁlms are annealed in a tube
furnace at 500 to 600 °C, under ﬂowing O2 gas, 10−20 min, to allow
crystallization into the perovskite PZT phase. A steady oxygen ﬂow of
150 Liter/hour is maintained throughout the annealing procedure.
The ramping rates for heating and cooling of the specimen in the
annealing system are 100 and −50 °C/min, respectively. This process
is repeated until a desired thickness of the PZT ﬁlm is achieved.
X-ray Diﬀraction Measurements. The samples are ﬁrst cleaned
with acetone, isopropanol, and deionized water. The measurements
are carried out with a D8 Discover diﬀractometer (Bruker technologies
Ltd.,) with CuKα radiation. The diﬀractograms are recorded for 2θ
angles between 15° and 64°, with step size 0.004° and time step 1.2 s.
Focused Ion Beam Etching/Scanning Electron Microscopy.
The cross section images and the transmission electron microscope
(TEM) slices of the specimens are prepared by a FEI Nova 600
Nanolab Dual-Beam Focused Ion Beam system (FIB) and associated
scanning electron microscope (SEM). It allows simultaneous milling
and imaging of the specimens. The SEM column is equipped with a
high-performance ﬁeld-emission gun electron source, whereas the FIB
system has a gallium Liquid Metal Ion Source (LMIS).
(Scanning) Transmission Electron Microscopy. Transmission
electron microscopy (TEM) analysis is performed using a JEM2200FS FEG-TEM (Jeol), operated at 200 keV, and equipped with an
in-column omega ﬁlter to reduce chromatic aberration. Energy
dispersive X-ray (EDX) spectroscopy was used to measure the
chemical composition in scanning TEM mode (STEM).
Atomic Force Microscopy. The surface roughness of the PZT
thin ﬁlms are measured by Atomic Force Microscopy (AFM) analysis.
The measurements are carried out with a Digital Instruments
Dimension 3100 scanning probe microscope with a nanoscope IIIa
controller in contact mode.
C−V, C−F, and I−V Characteristics. Prior to the measurements, a
top electrode is deposited with either chromium (Cr) or indium tin
oxide (ITO) (area = 3.14 mm2, thickness 50−100 nm) by e-gun
evaporation. The C−V and C−F (up to 1 MHz) characteristics are
measured with a HP4192ALF impedance analyzer. The capacitance is
measured for a small AC voltage (oscillation level ∼0.1 V) which is
superposed on a DC voltage oﬀset. I−V measurement are performed
with a Keithley 236 source measure unit.
P−E Hysteresis Measurements. A Sawyer−Tower circuit is used
to measure the hysteresis loop in the polarization−electric ﬁeld
diagram of the PZT ﬁlms. The measurements are carried out at
frequencies in the range from 100 Hz to 1 kHz with a sinusoidal acvoltage with an amplitude of 10 V peak-to-peak.

high-speed integrated optical devices are based on LiNbO3
single crystals.16 However, replacing them with ferroelectric
thin ﬁlm oxides such as PZT, along with the compact silicon
photonic platform, could be an alternative to realize smaller,
functional and power eﬃcient devices.10,17−19
A variety of methods has been used to develop ferroelectric
thin ﬁlms: chemical solution deposition (CSD),20 RF magnetron sputtering,21 metal organic chemical vapor deposition
(MOCVD)22 and pulsed laser deposition (PLD).23 However,
the direct deposition of PZT on silicon still remains a challenge.
It is reported that there is interdiﬀusion between Si and PZT
thin ﬁlm at a high annealing temperature, which makes it hard
to form the perovskite PZT phase.24 Diﬀerent methods have
been proposed and demonstrated to use either a seed or a
barrier layer to promote thin ﬁlm growth.25 The nucleation of
the PZT thin ﬁlms strongly depends on the underlying
substrate and the interface properties.26 The dielectric, piezoelectric and electro-optical properties of the thin ﬁlms depend
strongly on the crystal orientation. It has been reported that
strongly c-axis-oriented PZT thin ﬁlms can be grown on either
single-crystalline oxide substrates or by using a preferentially
oriented thick (>100 nm) conductive or dielectric intermediate
buﬀer layer.27 Metallic intermediate layers are preferred for
electrical devices, but often such layers cannot be used for
electro-optical devices because the optical absorption is too
high. A thick intermediate layer is not necessarily a drawback
for certain applications of PZT, but for other applications such
as electro optical devices the performance is severely limited by
the thickness of this layer. However, recent works show
advancements toward micro and nano scale EO devices on the
silicon platform based on complex and costly layer bonding
approaches28 and with the more sophisticated epitaxially grown
ferroelectric oxides.10
In this work, we demonstrate a novel technique to realize
textured PZT thin ﬁlms on a variety of substrates such as bare
silicon, glass (corning glass type CB90IN (Delta Technologies)), glass/ITO, Si/Al2O3, Si/SiO2, and Si/Si3N4, with a
conventional 2-methoxy ethanol based CSD technique.27
Ultrathin dielectric intermediate layers of 5 to 10 nm have
been used as an eﬃcient intermediate layer to promote the thin
ﬁlm growth. The previous reported methods that use thin
template layers are either based on epitaxially grown
SrTiO329intermediate layers of 4−10 nm by molecular beam
epitaxy (MBE) or on a thin intermediate thermally grown
intermediate SiO2 layer with thickness ranging from 5 to 10
nm.24 The SrTiO3 template layer results in epitaxial PZT thin
ﬁlms, but this growth technique is limited to crystalline
substrates (Si), whereas in the latter technique the phase purity
of the ﬁlms critically depends on the SiO2 thickness. The
possibility of chemical reaction at the PZT/SiO2/Si interface at
high temperature has also not been discussed there. In this
work, the annealing temperature is signiﬁcantly lower, while the
ﬁlm quality is quasi-independent of the type of substrate or the
intermediate layer thickness.

■

EXPERIMENTAL SECTION

Solution Preparation. We use lanthanide-based thin ﬁlms as
intermediate layers for the PZT deposition. Nitrate salts of the
lanthanides (La, Pr, Nd, Sm) are dissolved in propanol, and reﬂuxed
for 24 h at room temperature. The molarity of the solution is 0.02 M,
which results in layers of about 10 nm thickness, upon spin coating
and subsequent heat treatment. The PZT (52/48) precursor solution
is prepared with a 20 mol % excess of lead to compensate for lead loss
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Figure 1. XRD patterns of PZT thin ﬁlms annealed at 600 °C. (a) PZT on intermediate layers of La, Pr, and Nd, which are heat treated at 500, 450,
and 440 °C, respectively. (b) On Nd-based intermediate layers of 10 nm, which has been heat treated at diﬀerent temperatures. (c) PZT on Si
substrates coated with La-based buﬀer layers of diﬀerent thickness (heat treated at 500 °C). (d) PZT ﬁlms on diﬀerent substrates coated with Labased intermediate layers (thickness ∼10 nm, heat treated at 500 °C).

the transformation of the nitrate ﬁlm into diﬀerent crystalline
states of NdO0.5NO2, NdONO3, and Nd2O3 at 350, 440, and
650 °C, respectively. Even though many crystalline phases exist
on the thermal decomposition of Nd(NO3)3.6H2O,31 we found
that the intermediate phase obtained after a heat treatment
around 440 °C is the only one resulting in oriented thin ﬁlm
growth. Furthermore, during the heat treatment LnO2CO3 is
formed rather than the mixed Ln(O,N) compounds, as will be
motivated below,32,33,31. Figure 1c shows the X-ray diﬀractograms of the PZT thin ﬁlms (annealed at 600 °C) deposited on
Si substrates coated with a La-based intermediate layer (heat
treated at 500 °C) of diﬀerent thicknesses. When the
intermediate layer thickness is only 3 nm, the intermediate
layers are not eﬃcient to prevent the interdiﬀusion of Si and
PZT, and only the pyrochlore PZT phase is observed. A similar
result has been reported before with PZT ﬁlm on ultrathin
intermediate SiO2 of thickness <4 nm.24 However, as the
intermediate layer thickness increases above 5 nm, well-deﬁned
diﬀraction peaks corresponding to the stoichiometric PZT are
observed along the (100) and (200) crystallographic directions.
The same experiments are repeated on diﬀerent substrates
including Si, glass, glass/ITO, Si/Al2O3, Si/SiO2, and Si/Si3N4.
An apparent peak shift observed for the glass/ITO sample is
due to the minor misalignment. All the PZT thin ﬁlms show
identical crystallographic orientation and similar properties,
regardless of the substrate material. This indicates that the
orientation of the thin ﬁlm is not inﬂuenced by the substrate,
and depends only on the nature of the intermediate layer. The
minimum thickness of the intermediate layer required on bare
silicon and glass substrates to avoid microcracks after high

Spectroscopic Ellipsometer Measurements. Electro-optic
characterizations of the PZT thin ﬁlms are carried out with a
spectroscopic ellipsometer (J. A. Woollam Co.). The ellipsometer is
equipped with a Xe lamp source, with a rotating polarizer and analyzer.

■

RESULTS AND DISCUSSION
The thickness of the PZT ﬁlm used for the XRD measurement
is determined as 200 ± 3 nm from spectroscopic ellipsometry
measurements. Figure 1a represents a comparison between the
X-ray diﬀractograms of the PZT thin ﬁlms (annealed at 600
°C) deposited on silicon substrates coated with intermediate
layers of La, Pr, and Nd, which are heat treated at 500, 450, and
440 °C, respectively. The thickness of the intermediate layer is
approximately 10 nm for this experiment. Regardless of the
PZT processing conditions, such as pyrolysis temperature,
pyrolysis time, or annealing temperature, the PZT ﬁlms
deposited onto these intermediate layers are crystallized into
a pure perovskite phase, with no evidence of any intermediate
secondary phase formation. The diﬀractograms show strong
diﬀraction peaks along the (100) and (200) crystallographic
orientations at 2θ = 22°, with either tetragonal or
rhombohedral structure. Figure 1b represents the XRD patterns
of the PZT ﬁlms (annealed at 600 °C) deposited on Nd-based
intermediate layer, which are heat treated at diﬀerent
temperatures. It is evident that the layers that are heat treated
at 350 and 650 °C show a mixed (100) and (110) orientation,
whereas the intermediate layer heat treated at 440 °C results in
a strong (100) preferential orientation. The heat treatment of
the intermediate layer inﬂuences the nucleation mechanism,
which results in diﬀerent diﬀraction peaks in the XRD
spectrum. It has been reported that heat treatment initiates
13352
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temperature annealing is estimated to be in the range of 9−15
nm.
To analyze the mechanism of thin ﬁlm growth, thicker Laintermediate layers (∼60 nm) are formed by repeating the spin
coating and heat treatment procedure, without deposition of
PZT on top. It is found that upon heat treatment at 500 °C, the
intermediate nitrate layer reacts with the CO2 present in the
ambient air, resulting in the formation of tetragonal
La2O2CO331 (a = 4.07 Å, c = 13.49 Å). The XRD pattern
shown in Figure 2 indicates that the intermediate layers have a

Figure 2. XRD pattern of the La-based intermediate layer, heat treated
at 500 °C in air at a tilt angle of 0° and 48°. Inset: X-ray pole ﬁgure of
the PZT thin ﬁlm at 2θ = 30.95° (showing the diﬀraction intensity of
the (110) reﬂection as a function of tilt angle).
Figure 3. (a) STEM image of the cross section of the PZT thin ﬁlm
(annealed at 630 °C) on top of the La2O2CO3 buﬀer layer (heat
treated at 500 °C). The overlay shows the relative EDX signal intensity
measured along the line marked by the two white arrows. For these
intensities, only the elements La, Pb and Si were taken into account.
(b) HRTEM image of the same cross-section, with indication of the
(110) plane spacing in La2O2CO3. The inset shows the FFT power
spectrum for the PZT layer.

strong preferential growth with the c-axis perpendicular to the
substrate, showing a good lattice match (mismatch in the a-axis
parameters <0.7%) to PZT. The formation of La2O2CO3 is
further conﬁrmed upon recording the XRD at a tilt angle ∼ of
48°, bringing the (103) plane into diﬀraction (Figure 2).When
annealing the intermediate layers in pure oxygen at low
pressure, no distinct diﬀraction peaks are found, conﬁrming
that the formation of the carbonate compound plays a key role
in the strong preferential orientation of the PZT thin ﬁlm. The
conclusions derived from X-ray diﬀraction are consistent with
the microscopic behavior of the buﬀer layer, as studied with
STEM and HRTEM (Figure 3b).
On the basis of the STEM image, it is clear that the
La2O2CO3 layer acts as an eﬃcient buﬀer layer between the Si
substrate and the PZT layer. Also, the brightness variations in
the PZT layer suggest the onset of the growth of columnar
grains. A line scan by means of EDX was recorded to study the
chemical composition of the buﬀer layer. The La2O2CO3 thin
ﬁlm indeed acts as an eﬃcient buﬀer layer between the
substrate and the PZT thin ﬁlm (Figure 3a), since the
compositional gradient for the representative elements Si, La,
and Pb is steep, taking into account the typical spatial
resolution of EDX in STEM. The HRTEM image (Figure
3b) conﬁrms the crystalline nature of the buﬀer layer. In
addition, the c-axis is found to be perpendicular to the interface
between the PZT and buﬀer layer, in line with the texture
analysis (Figure 2). Furthermore, the PZT layer is well
crystallized, starting at the interface with the buﬀer layer.
Again, the crystallographic orientation, as observed from the
FFT power spectrum, is in line with the X-ray diﬀraction

measurements. The (110) planes of PZT are perpendicular to
the interface and parallel to the incident electron beam.
Consequently, there is epitaxial growth in the observed region
between the La2O2CO3 buﬀer layer and the PZT thin ﬁlm.
X-ray pole ﬁgure measurements are carried out to ﬁnd the
degree of orientation of the PZT thin ﬁlms. The pole ﬁgure
measurement of the (110) orientation at 2θ = 31° gives a circle,
which indicates that the ﬁlms are (100) oriented out-of-plane
with no speciﬁc in-plane texturing (see the inset of Figure 2).
This is related to the good lattice match between Ln2O2CO3
and PZT on the one hand, and the absence of a driving force to
orient the buﬀer layers in-plane, on the other hand. The (110)
planes are aligned at an angle of 45° to the silicon substrates,
with a fwhm of 6°. The measurements on La, Nd, Pr, and Sm
based intermediate layers (thickness ≈ 10 nm) produce very
similar results. The experiments are repeated for diﬀerent buﬀer
layers based on Sm, Nd, Pr. They indicate the formation of
Sm2O2CO3 (a = 3.974 Å, c = 12.92 Å), Nd2O2CO3 (a = 3.98 Å,
c = 15.605 Å), and Pr2O2CO3 (a = 4.01 Å, c = 15.68 Å) with a
preferential out-of-plane orientation, and good lattice match
(mismatch <1%) for all the buﬀer layers.
13353
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Figure 4. SEM top view of the PZT thin ﬁlm (thickness ∼200 nm, annealed at 630 °C) deposited on silicon substrate, coated with a (a) Nd-based
intermediate layer (thickness ≈ 10 nm, heat treated at 440 °C). (b) La-based intermediate layer (thickness ≈ 10 nm, heat treated at 500 °C). Crosssection image of PZT thin ﬁlm (thickness ≈ 200 nm) (c) annealed at 630 °C (d) annealed at 560 °C, on a silicon, coated with a La-based
intermediate layer (thickness ≈ 10 nm, heat treated at 500 °C).

Figure 5. Small-signal (Vac = 0.1 V, f = 10 kHz) relative dielectric constant of the PZT thin ﬁlms (annealed at 630 °C, thickness ∼600 nm), on
diﬀerent template layers, (a) as a function of the DC bias voltage and (b) as a function of frequency (Edc = 0 V).

holes on the ﬁlm surface. The presence of the intercrystal voids
and micro cracks increases the leakage current during the
electrical measurements. These unwanted features are due to
the thermal stress in the PZT thin ﬁlms generated during
multiple annealing steps, and the nonuniformities in the
intermediate layers. The problem can be resolved by increasing
the intermediate layer thickness. The cross sectional SEM
images of the PZT shown as in Figure 4c, and Figure 4d
exhibits dense and columnar grains because of the heterogeneous nucleation growth. This growth behavior can also be

Planar and cross sectional SEM images of representative PZT
thin ﬁlms deposited on Si, on diﬀerent template layers and
annealed at diﬀerent temperature are shown in Figure 4.
The surface morphology of the ﬁlms conﬁrms smooth, dense
and uniform polygonal grains without any obvious secondary
phase. The average grain sizes of the PZT ﬁlms deposited on Si,
with intermediate template layers of Nd and La are estimated as
300 nm, and 80 nm, respectively. When the buﬀer layer
thickness is below the critical thickness (buﬀer layer thickness
<5 nm), the deposited PZT ﬁlms show micro cracks and pin13354
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Figure 6. (a) P−E hysteresis measurements of the PZT thin ﬁlms (thickness ∼600 nm, annealed at 630 °C) (a) deposited on La-based intermediate
layer annealed at diﬀerent temperature (b) deposited on diﬀerent buﬀer layers and annealed at 630 °C. The measurements are performed at 10 kHz.
(c) Leakage current as a function of applied electric ﬁeld for the PZT ﬁlms deposited on diﬀerent template layers, under diﬀerent annealing
treatments.

Figure 5a, when the DC voltage increased from 0 to 200 kV/
cm, the permittivity of the PZT ﬁlms decreases from 540 to
360, 455 to 400, 502 to 413, and 482 to 405, for La-, Nd-, Pr-,
and Sm-based template layers, respectively. The variations
observed for the dielectric loss of the ﬁlms is 0.045, 0.02, 0.04,
0.36 (at 0 kV/cm) and 0.038, 0.027, 0.02, 0.017 (at 200 kV/
cm), respectively for PZT ﬁlms on La-, Nd-, Pr-, and Sm-based
template layers. Figure 5b plots the permittivity and dielectric
loss tangent as a function of frequency (Vac = 0.1 V) for the
PZT thin ﬁlms annealed at 630 °C, on La, Pr, and Nd template
layers. The measurements show a steady response of the
dielectric constant and loss tangent up to 1 MHz.
Figure 6a represents the P−E hysteresis measurements of the
PZT thin ﬁlms deposited on lanthanum based intermediate
layers annealed at diﬀerent temperatures. The measurements
indicate well-saturated P−E hysteresis loops, with a breakdown
strength up to 800 kV/cm. The remnant polarization (Pr), and
coercive ﬁeld (Ec) of the PZT ﬁlms (thickness −600 nm) on a
La-based template annealed at 630, 590, and 560 °C are 25, 19,
and 19 μC/cm2 and 70, 68, and 75 kV/cm, respectively. The
results are comparable to strongly (100) textured epitaxial PZT
thin ﬁlms on LSCO/STO/Si substrate reported by Wang
et.al,35 with Pr of 20 μC/cm2, however with a smaller coercive
ﬁeld of 40 kV/cm. Figure 6b shows hysteresis measurements of
the PZT ﬁlms annealed at 630 °C on diﬀerent intermediate
layers. The PZT ﬁlms exhibit a coercive ﬁeld of 89, 78, 85 kV/
cm and remnant polarization of 22, 21, and 20 μC/cm2, on
Nd-, Sm-, and Pr-based intermediate layers, respectively. The
leakage current with applied electric ﬁeld in Figure 6c is in the

observed in the STEM imaging of a cross section (Figure 3).
Micrometer-sized secondary phases like pyrochlore/ﬂuorite
phases are not observed in the SEM images.34 These
observations are also conﬁrmed by the lack of corresponding
diﬀraction peaks and by the well-deﬁned electrical measurements. Also the presence of the thin intermediate layer is
evident from the SEM measurement, and the thickness matches
with the data from ellipsometry measurements. Atomic force
microscopy (AFM) measurements are carried out to estimate
the rms roughness of the PZT ﬁlms. A 5 μm by 5 μm square
area is taken into consideration for measuring the average rms
roughness value (see Supporting Information). The measured
rms value for the roughness on La-, Nd-, Pr-, and Sm-based
intermediate layers are 2.4, 2.2, 2.8, and 2.6 nm, respectively.
The capacitance−voltage (C−V) hysteresis loops of the PZT
thin ﬁlms on diﬀerent template layers are illustrated in Figure
5a. The C−V measurement shows the small signal (Vac = 0.1
V) capacitance as a function of the stepwise increased DC bias
voltage. The measurements feature well-deﬁned butterﬂy
hysteresis loops that saturates at high electric ﬁelds with good
dielectric tunability. Two maxima for the dielectric constants
are observed depending on the direction of the electric ﬁeld.
The dielectric constant and the loss tangent extracted from the
small signal analysis, in contrast to the large signal used in
polarization-electric ﬁeld (P-E) hysteresis measurements. We
extract an eﬀective dielectric constant from the capacitance
which includes the eﬀect of both the template and PZT layer.
Two maxima for the dielectric constants are observed
depending on the direction of the electric ﬁeld. As seen from
13355
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Figure 7. (a) Schematic representation of the sample stack and the incident light beams from the ellipsometer. (b) Observed variation in Δ, as a
function of the applied voltage. (c) Change observed in Δ(V,λ)−Δ(0,λ) at 0 V (Noise level) 5, 10, and 15 V.

introduce a change in the refractive index inside the PZT ﬁlm.
Note that, we use a relatively large electrode size, but none of
the good quality PZT ﬁlms exhibited a breakdown for ﬁeld
strength up to 200 kV/cm. However, in our measurement the
ﬁlms are of such quality that the leakage current is on the order
of 10−7 A which allows the prolonged electro-optic measurements without any dielectric breakdown (see the Supporting
Information). The light is incident under an angle of 75° onto
the ITO (30 nm)/PZT (800 nm)/La2O2CO3 (10 nm)/ITO/
Glass sample for the ellipsometry measurements. The measurement gives a value for the ellipsometric angles ψ and Δ, which
are used to deﬁne the complex reﬂectance ratio of the P- to the
S-polarized light.

order of 0.1 μA at 150 kV/cm for the PZT ﬁlms annealed at
630 °C on diﬀerent buﬀer layers. However, as the annealing
temperature is decreased to 560 °C, leakage current increases
by an order of magnitude. The increase in the leakage current
corresponds well with the decrease in the grain sizes seen in the
SEM measurements for the samples annealed at lower
temperatures.
Electro-optic Characterizations. A spectroscopic ellipsometry based approach has been used to estimate the electric
ﬁeld induced birefringence, similar to the method described in
previous reports.36,37 With this method it is possible to extract
an eﬀective electro-optic (EO) coeﬃcient without the need to
do the full ﬁtting of the layer stack parameters. PZT ﬁlms of
thickness 800 nm have been deposited on either ITO/glass
substrates or Pt/Si substrates for the EO measurements. To
facilitate the ellipsometry measurements, a top transparent
conductive ITO thin ﬁlm of thickness 30 nm is deposited, by ebeam evaporation and subsequent heat treatment at 300 °C to
obtain suﬃcient conductivity and transparency of the ITO. The
PZT ﬁlms are structurally characterized prior to the electrooptic measurements. The X-ray diﬀraction measurements show
strong preferential orientation along the (100) crystallographic
direction with sharp diﬀraction peaks corresponding to the
tetragonal PZT (52/48). The SEM measurements show well
packed polygonal crystal grains, with an rms roughness of 3.1
nm as determined by AFM. To conﬁne the light beam
completely within the electrode, the top electrode is patterned
to a size of 1.5 cm × 0.5 cm using a metal shadow mask. The
schematic representation of a typical sample layer stacks used
for the electro-optic measurements are shown in Figure 7a. A
DC voltage is applied between the top and bottom contact to

rp/rs = tan(ψ ) × exp(iΔ)

where the tan ψ is the amplitude reﬂectance ratio and Δ is the
phase shift between the p- and s-polarized light after reﬂection.
In the conventional procedure for analyzing the ellipsometry
data, the dielectric function are numerically optimized for each
of the layers assuming a certain dispersion relation.36 The
dielectric function of each layer arises from a ﬁtting procedure
considering the transmission, reﬂection, and absorption of the
light on all possible interfaces. However, each layer needs to be
modeled very precisely to extract the small variations
introduced by the application of electric ﬁelds. The
optimization of the model is carried out until the residual
mean square is converged to the minimum. However, this
method is very tedious in our sample structures as at least 10
parameters (n and k for each of the 5 layers) need to be
optimized simultaneously.
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Figure 8a and b represents the electric ﬁeld refractive index
change and the corresponding eﬀective pockels coeﬃcient of

To model the small variations in the refractive index, induced
by an applied electric ﬁeld, we followed a method of
diﬀerentiating the phase reﬂectance ratio (Δ) obtained from
the ellipsometry measurements. We assume that the variations
of the ellipsomtery Δ angles are only the result of the changes
in the refractive index inside the PZT ﬁlm, and that absorption
does not play a role in modeling the Δ angles. According to
previous reports the contribution to the phase change by the
thickness variation in PZT ﬁlm because of the piezoelectric
eﬀect is negligible compared to that of the refractive index
change.38 As the variation expected in the refractive index is in
the order of 10−3, it is assumed that the reﬂections from the
diﬀerent layer boundaries have not introduced any phase
variations in the Δ angles with applied voltages.
Figure 7a represents the ellipsometry Δ angles measured for
the ITO/PZT/La2O2CO3/ITO/glass sample. The value of Δ at
diﬀerent applied electric ﬁelds indicates clear variation with
applied voltage. The close up of the pattern observed in the
range of 639−641 nm clearly demonstrates the changes
observed in Δ. The Δ angle at a given electric ﬁeld Δ(V,λ)
shows a clear shift with the applied electric ﬁeld, with reference
to the value for Δ at 0 V (Δ(0,λ)), clearly indicating the linear
EO Pockels eﬀect from the ﬁlm. The variation observed in the
Δ angle at three diﬀerent voltages are shown in Figure 7c.
The background noise in the measurements correspond to
the uncertainty in the experimental measurement of the
ellipsometry angles, which may originate from ﬂuctuations in
the intensity of incident light over time. The inﬂuence of the
noise on the Δ spectrum is estimated by mutually subtracting
two Δ spectrum at the same voltage (see Supporting
Information). It is clear that the changes due to voltage are
well above the noise level in the Δ spectrum, which conﬁrms
the electric ﬁeld introduced phase change.
The method consists of estimating the eﬀective wavelength
change in PZT because of the change in the refractive index. To
evaluate this, we diﬀerentiate the Δ angle, assuming that all
other parameters except the optical permittivity tensor of
(PZT) remain the same. We obtained small changes in the
eﬀective wavelength caused by the change refractive index
n(PZT), corresponding to small variation in the applied voltage
using the equation

Figure 8. Refractive index change and the eﬀective electro optic
coeﬃcients of the PZT thin ﬁlm (thickness ∼800 nm) annealed at (a)
630 and (b) 560 °C, on diﬀerent lanthanide based template layers.

the PZT thin ﬁlms deposited on diﬀerent lanthanide based
template layers with 10 nm thickness annealed at diﬀerent
temperature. The ﬁlms possess strong eﬀective EO coeﬃcients.
The graph indicates which annealing temperature and buﬀer
layer properties result in the highest EO coeﬃcient. The PZT
ﬁlms annealed at 630 °C on La, Pr and Nd buﬀer layers exhibit
a linear pockels coeﬃcient of 240, 215, and 200 pm/V,
respectively, at the wavelength of 630 nm. Even though a
signiﬁcant change in the pockels eﬀects is observed by reducing
the annealing temperature to 560 °C, the electro-optic eﬀects of
the ﬁlms are still comparable to previously reported results with
the ﬁlms annealed above 600 °C.39 The pockels coeﬃcient of
the ﬁlms annealed at 560 °C are reduced to 115 pm/V, 96 pm/
V and 89 pm/V for the ﬁlms deposited on La, Pr and Nd
intermediate layers. The eﬀective linear electro-optic coefﬁcients (reff) measured here are comparable to the previously
reported values. Epitaxially grown (100) oriented PZT (52/48)
thin ﬁlms on a Nd:STO (100) substrate show an reff of 165
pm/V.36 Masuda et.al40 has demonstrated further improvement
in reff up to 498 pm/V for epitaxial (111) oriented PZT (52/
48) thin ﬁlm on Nd.STO (111) substrate by controlling the
crystal phases in the ﬁlms with a modiﬁed annealing procedure
and an electro-optic modulator of 40 GHz speed is also
demonstrated with this method.41 Even though a strong
electro-optic properties of the PZT thin ﬁlms are demonstrated
on diﬀerent substrates, only few reports are on silicon.42 Stateof-art PZT/Si photonic devices use the piezo-electric properties
of the ﬁlm, to break the Si crystal symmetry and to introduce
the birefringence in the Si.43,44 However, the change in the

⎡ ∂Δ(V , λ) ⎤
V
⎥ × dV
Δλ = ⎢ ∂Δ∂(0,
λ) ⎥
⎢
⎣ ∂λ ⎦

The (∂Δ(0,λ)/∂λ) spectrum is obtained from the Δ(0,λ)
spectrum (see the Supporting Information), by calculating
Δ(0,λ)−Δ(0,λ+0.006 μm). It is noted that the spectrum
resembles the (∂Δ(V,λ)/∂λ) spectrum except for the diﬀerent
amplitude. Since a wavelength shift of 0.006 μm corresponds to
the oscillatory spectrum in (∂Δ(0,λ)/∂λ), by comparison we
can extract the eﬀective wavelength shift in the actual oscillatory
function given in Figure 7c. The (∂Δ(0,λ)/∂λ), (∂Δ(V,λ)/∂λ)
and the noise level spetrums are plotted in (see the Supporting
Information Figure S3c−e). Since the eﬀective wavelength of
the light propagating in a medium of refractive index n is given
by λ/n, the change in the wavelength observed is converted to
corresponding Δn through Δn = (n/λ)Δλ.Finally, the eﬀective
pockels coeﬃcients are determined from Δn, using
Δn =

1
× n3 × reff × E
2
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refractive index observed in these devices are an order of
magnitude smaller compared to the electro-optics eﬀects
measured here.

■

CONCLUSION
In conclusion, a novel strategy for fabricating highly textured
PZT thin ﬁlms on silicon has been developed, by utilizing a
chemical solution deposition route. We have developed a
number of novel ultrathin lanthanide based intermediate layers,
as template layers for textured thin ﬁlm growth on diﬀerent
substrates. The structural characterizations of the ﬁlms
demonstrate strong preferential thin ﬁlm growth, with well
packed, crack free polygonal crystal grains. The PZT thin ﬁlms
have a strong columnar structure with a high degree of
orientation (>99.8%) regardless of the thin ﬁlm growth
conditions. The dielectric constant measurement of the ﬁlms
shows the expected trend with a large dielectric constant ∼600
(scaled by the buﬀer layer thickness, dielectric constant, and
electrode parameters). The hysteresis and leakage current
measurement shows low coercive ﬁeld, strong remnant
polarization, and large breakdown voltage. Strong electrooptic properties of the as-deposited thin ﬁlms (ranging from
120 to 240 pm/V), estimated by the ellipsomtery technique,
indicate that this PZT ﬁlm is an ideal candidate for silicon
nanophotonics EO modulators. The novel deposition method
oﬀers a low cost and simple method to produce good quality,
strongly electro-optic PZT thin ﬁlms on crystalline and
amorphous (SiO2 and Si3N4) substrates for a variety of
integrated photonics and electronics applications, where the
properties of the ﬁlms can be tuned for applications spanning
from microwave to the optical frequencies.
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